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1. SCOPE 

1.1 This test method covers the determination of the air content of freshly mixed concrete 

containing any type of aggregate, whether it is dense, cellular, or lightweight. 

2. PROCEDURE 

2.1 Refer to ASTM C 173. 

3. ARCHIVED VERSIONS 

3.1 Archived versions are available. 


